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is paper presents the design of a novel, small coplanar antenna using microelectromechanical systems (MEMS) and metamaterial
(MTM) properties. e antenna is designed using coplanar waveguide (CPW) technology, presenting lower dielectric losses and
higher signal integrity. e design method for this MEMS-MTM antenna, herein presented, is based on a composite right/le hand
(CRLH) transmission Line (TL) using a mixed approach; considering the circuit model and full-wave simulations. e fabrication
process is based on high-resistivity silicon wafers. e radiator has dimensions of 0.017𝜆𝜆𝑔𝑔 × 0.033𝜆𝜆𝑔𝑔 and a thickness of 0.0116𝜆𝜆𝑔𝑔 ,
whereas the complete circuit, of 5 mm × 11 mm, is equivalent to 0.14𝜆𝜆𝑔𝑔 × 0.31𝜆𝜆𝑔𝑔 . e antenna is designed using MEMS parallelplate capacitors as the radiator, which also allows for the recon�guration of the central frequency by electrostatically varying the
capacitance. e results presented here correspond to a central frequency of 8.4 GHz. Due to its small size, this antenna has a wide
variety of applications in wireless circuits for di�erent �elds.

1. Introduction
e advancement of technology is due, in large part, to the
judicious incorporation of new techniques as they become
available and mature. Electronic devices are a clear example
of this; they have evolved from very simple structures to
complete systems being fabricated on chip. Nowadays, two
emerging technologies with a wide application in electronics
are metamaterials [1–5] and microelectromechanical systems
(MEMS). Using these in conjunction allows us to design
and fabricate a plethora of new devices, especially in the
�eld of high-frequency electronics, which is increasingly in
demand. For a host of wireless applications, miniaturization,
recon�gurability, better performance, more functions, higher
speeds, and higher output at lower costs are desired, as well as
eﬃcient and trustworthy connectivity. Hence, a fundamental
component is an antenna, which has to be easily integrated
with associated circuitry in an IC.
is paper presents the design of a novel antenna, based
on MEMs and metamaterial properties, which can be used for
many high-frequency applications. e objective of this work

is twofold: innovating RF-MEMS-MTM circuits through an
original design method and a novel fabrication process,
and developing ad-hoc designs for RF-MEMS-MTM circuits
using surface-micromachining technology, which is fully
compatible with most integrated circuit fabrication processes. ese circuits can then achieve high performance, low
cost, and compact size. In this paper, we present the design,
fabrication, and characterization of a novel MEMS-MTM
antenna using a CRLH-TL (Composite Right-Le Hand
Transmission Line) structure and two MEMS capacitors as
a 3D element to tune the antenna in frequency. An electrode
of these capacitors also functions as the radiating element, or
antenna.
e paper is organized as follows: Section 2 �rst presents
a brief description of the antenna, then establishes a metamaterial model for the antenna, and �nally presents all the
details of the MEMS capacitor as a 3D structure. Section 3
explains the fabrication process �ow. Section 4 presents
simulation and measurements results. Finally, in Section 5
the most relevant conclusions are discussed.
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F 1: Electronic emulation of metamaterial properties and its equivalent circuit.
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F 2: (a) MEMS-MTM antenna in CoventorWare and (b)
details of a MEMS-MTM CRLH-TL basic cell of the fabricated
antenna.

2. MEMS-MTM Antenna Design
e main idea behind this antenna is miniaturization. e
smaller an antenna is, conserving all its important characteristics, the more applications it can cover. It is well
known that, using metamaterial concepts, small sizes can
be readily achieved. In an electronic circuit, metamaterial
properties can be emulated with the use of shunt inductors
and series capacitors together with the shunt capacitors and
series inductors common in transmission line modeling, as
shown in Figure 1. If these capacitors are variable, moreover,
then the resonant frequency of the circuit can be changed,
and the device becomes a tunable one. is can be easily

Dimensions [𝜇𝜇m]
1200
1000
576
10
50
5
15 × 15
30

implemented using MEMS capacitors, whose capacitance can
be changed by varying the gap between electrodes.
An antenna based on these criteria is the subject matter
of this paper, and the most relevant steps in its design, fabrication, and characterization will be discussed in this section.
2.1. Description of the MEMS-MTM Antenna. e MEMSMTM antenna consists of a CRLH-MTM structure with two
double MEMS capacitors and four inductors connected to
ground, as shown in Figure 2(a). e MEMS capacitors are
of the parallel-plate type. Additionally, a CPW RF choke is
implemented as a feed line to control the MEMS capacitors.
e RF choke is designed using a coplanar bias-T line with
a 90-degree equivalent length, loaded with 0.845 pF due to
the interdigitated capacitors, so that it approaches an open
circuit at high frequencies, thus isolating the RF signals from
the DC bias line and not having an impact on the microwave
performance of the device.
e MEMS-MTM antenna feed is electromagnetically
coupled with a CPW line, designed for a central frequency
of 8.4 GHz and a characteristic impedance of 50 Ω. e line
spacing is 50 𝜇𝜇m and the signal line width is 78 𝜇𝜇m. e
dimensions of the antenna, including the DC bias line, are of
5 × 11 mm (0.14 𝜆𝜆𝑔𝑔 × 0.31 𝜆𝜆𝑔𝑔 ) (𝜆𝜆𝑔𝑔 is the guided wavelength).
e basic cell, formed by the two double MEMS capacitors
and four inductors, is 1.397 × 2.022 mm (0.039 𝜆𝜆𝑔𝑔 × 0.057 𝜆𝜆𝑔𝑔 )
in size, as shown in Figures 2(a) and 2(b). e biasing scheme
can be observed in these �gures as an electromagnetically
coupled transmission line with a 5 𝜇𝜇m gap (∗ 𝑔𝑔) between the
MEMS capacitors and the transmission line. Table 1 displays
the antenna dimensions, which are indicated in Figure 2(b).
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F 3: Performance of each antenna element according to ADS and HFSS: (a) full-wave simulation of the inductor in HFSS; (b) electric
circuit model for the inductor in ADS; (c) simulated S11 inductor performance; (d) full-wave simulation of the capacitor in HFSS; (e) electric
circuit model for the capacitor in ADS; (f) simulated S11 capacitor performance.

2.2. MTM-Antenna Model. Metamaterials can be described
using diﬀerent models; this work focuses on a composite
right/le handed (CRLH) transmission line (TL), which
consists of dual elements, series 𝐶𝐶 and shunt 𝐿𝐿, loading a
classical transmission line as displayed in Figure 1, where 𝐿𝐿𝑅𝑅 ,
𝐶𝐶𝐿𝐿 , 𝐶𝐶𝑅𝑅 , and 𝐿𝐿𝐿𝐿 are the constitutive elements.
e design methodology is based on a mixed approach
using the developed circuit model based on a CRLH-TL
structure and full-wave simulations.
Step 1. e parameters for a basic CRLH-MTM cell are
obtained using (1) through (5), developed by Caloz and
Itoh [3�, once the correct modi�cations in sign and phase
have been performed. e basic initial parameters are the
central frequency (𝜔𝜔0 ), coupling impedance (𝑍𝑍𝐶𝐶 ), number of

cells (𝑁𝑁), and RH/LH phases (𝜑𝜑RH , 𝜑𝜑LH ), which are used to
calculate the element values:
𝐿𝐿𝐿𝐿 = −

𝐿𝐿𝑅𝑅 = −

2𝑁𝑁𝑁𝑁𝑐𝑐
,
𝜔𝜔0 𝜑𝜑RH − 𝜑𝜑LH 

𝑍𝑍𝑐𝑐 𝜑𝜑RH − 𝜑𝜑LH 
,
2𝑁𝑁𝑁𝑁0

𝐶𝐶𝑅𝑅 = −

𝐶𝐶𝐿𝐿 = −

𝜑𝜑RH − 𝜑𝜑LH 
,
2𝑁𝑁𝑁𝑁𝑐𝑐 𝜔𝜔0

2𝑁𝑁
,
𝜔𝜔0 𝑍𝑍𝑐𝑐 𝜑𝜑RH − 𝜑𝜑LH 

𝑍𝑍𝐶𝐶 = 𝑍𝑍𝐿𝐿 = 

𝐿𝐿
𝐿𝐿𝐿𝐿
= 𝑍𝑍𝑅𝑅 =  𝑅𝑅 .
𝐶𝐶𝐿𝐿
𝐶𝐶𝑅𝑅

(1)

(2)
(3)
(4)
(5)
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F 4: Performance of the CRLH-TL structure according to ADS and HFSS: (a) full-wave simulation of the CRLH-TL in HFSS; (b) electric
circuit model for the inductor in ADS; (c) simulated S11 inductor performance.

e structure shown in Figure 1 was then simulated using
advanced design system (ADS) with the values calculated
from (1) to (5).
Step 2. Circuit implementation is determined. In this case
𝐶𝐶 𝐶 𝐶𝐶𝐶𝐿𝐿 , and each element of this structure is independently
simulated using ADS and Anso HFSS [6, 7], as shown in
Figures 3(a), 3(b), 3(c), 3(d), 3(e), and 3(f). is is done in
order to verify that there are no resonant frequencies in the
operating range of the antenna.
Step 3. e complete CRLH-TL structure is simulated with
distributed models and optimized with respect to these
parameters using ADS and Anso HFSS, as shown in Figures
4(a), 4(b), and 4(c).

Step 4. Finally, some iterations in the simulation of the
transmission line are made in order to update the loading
elements to match them to the required equivalent circuit
values, as obtained in Step 3.
e equivalent circuit model of the antenna is represented
by the le hand part of the CRLH-TL structure. Figure 5(a)
shows an MEMS-MTM antenna cell, and Figure 5(b) presents
the response when the gap of the mobile electrode is changed
from 4 to 30 micrometers.
2.3. MEMS Capacitor. e MEMS capacitors were designed
as two back-to-back cantilevered structures, supported by an
anchor in between, as shown in Figure 6. e gap between
the plates is varied electrostatically, from a minimum of
4 microns to a maximum of 30 microns. For this work,
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F 5: Full-wave simulation for the antenna using HFSS: (a)
sketch of the antenna, and (b) simulated S11 parameter, where 𝑚𝑚1 =
5.3 GHz at −13.747 dB; 𝑚𝑚2 = 5.8 GHz at −20.156 dB; 𝑚𝑚3 = 7.1 GHz
at −14.323 dB; and 𝑚𝑚4 = 8.4 GHz at −8.083 dB.
Dimples

Holes

Dimples

596

𝜇m

596

𝜇m

F 6: Details of the MEMS capacitor.

each capacitor was designed with an area of 596 𝜇𝜇m ×
596 𝜇𝜇m, presenting a nominal capacitance value of 1.048 pF,
which corresponds to 2𝐶𝐶𝐿𝐿 in the equivalent circuit shown in
Figure 1.
A detailed electrical-mechanical analysis was performed
using CoventorWare [8], which was then used to determine

F 7: (a) Anchor stress simulations and (b) MEMS capacitor
stress simulations along the 𝑦𝑦 axis.

the critical parameters such as the pull-in voltage, de�ned
in [9], and the eﬀective stiﬀness [10], presented in [11]. A
rendering of the results is shown in Figures 7(a) and 7(b).
Figure 7(a) shows a mechanical simulation indicating the
stress presented on the anchor of the MEMS capacitor, and
the diﬀerent shades in Figure 7(b) indicate the distribution of
mechanical stresses along the length of the mobile electrode.
e deformations at the end of the electrodes and the
stress on the anchor caused by electrode size and the movement of the electrodes were considered in the design. e
results indicated that the optimal size for the anchor was
22% of electrode size, which allows for large displacements
between them while avoiding collapse.

3. Fabrication Process
e fabrication process is based on surface micromachining
technology, which under the implemented process conditions
constitutes a novel fabrication technique, in the sense that it
can naturally evolve for recon�gurable MEMS devices.
Figure 8 illustrates the fabrication process of the MEMSMTM antenna. It consists of �ve materials and four levels
of masks on a high-resistivity silicon wafer (N type, ⟨100⟩
orientation, 4000–8000 Ω⋅cm resistivity and 490–530 𝜇𝜇m
thickness). Firstly, silicon dioxide is grown on the silicon
wafer as an electrical and thermal insulator, as displayed in
Figure 8(a). Each MEMS capacitor of the antenna consists
of two metal layers (bilayer), formed by titanium (Ti) and
aluminum (Al), which are deposited as structural materials
by sputtering, with one suspended level for the mechanical
structures. Each metal layer consists of a thickness of 0.5 𝜇𝜇m
of titanium and 2 𝜇𝜇m of aluminum, to avoid losses due
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F 8: Fabrication process. (a) Standard wafer cleaning followed by the thermal growth of SiO2 , (b) 0.5 𝜇𝜇m-thick titanium deposited by
sputtering, (c) 1.5 𝜇𝜇m-thick aluminum deposited by sputtering, (d) ground plane patterned with Ti and Al by lithography, (e) dimples formed
by SU8-2002 pattering, (f) AZ-�260 sacri�cial layer forming, (g) de�nition of anchor by pattering, (h) Ti-Al deposited by sputtering and (i)
MEMS release process.

to skin depth and to provide the structure a more robust
mechanical stability, as shown in Figures 8(b), 8(c), and 8(d).
Subse�uently, SU8-2002 was deposited on the �rst metal
bilayer as a dielectric, and the dimples were formed, as shown
in Figure 8(e). A 5 𝜇𝜇m-thick sacri�cial layer of AZ-�620
was then deposited, and the structure was spin coated with
positive photoresist (PR+) and patterned by UV lithography,
as can be seen Figures 8(f) and 8(g). e patterned sacri�cial

layer was then thermally cured. en, a second 2 𝜇𝜇m-thick
metal layer was deposited by sputtering. In this step, the
mobile electrodes and bridge structures were formed, as
displayed in Figure 8(h). Finally, the structures were released,
as illustrated in Figure 8(i).
Figure 9 shows scanning electron microscope (SEM)
photographs of the MEMS capacitor, MEMS-MTM antenna
and a ZOR resonator.
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F 9: SEM photographs of (a) the MEMS capacitor, (b) a
MEMS-MTM antenna basic cell, and (c) a ZOR resonator.

4. Simulations and Measurements
e simulations and results presented in this section are at
a frequency of 8.4 GHz, which corresponds to the fabricated
30 𝜇𝜇m gap between electrodes in the MEMS capacitors.
Full-wave simulations using HFSS were performed and
are shown in Figure 10, which is a 3D rendering of the
radiation pattern and the gain.
Figures 11(a) and 11(b) illustrate the far-�eld radiation
pattern simulated in the 𝐸𝐸 phi-plane (𝑥𝑥-𝑧𝑧 plane, Phi = 0∘ ) and
𝐻𝐻 theta-plane (𝑦𝑦-𝑧𝑧, Phi = 90∘ ) at 8.65 GHz when the antenna
presents a 30 𝜇𝜇m gap between electrodes.
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F 10: Simulated far-�eld radiation patterns at 8.4 GHz. (a)
Total gain, (b) electric-plane gain and (c) magnetic-plane gain for
the MEMS-MTM antenna.
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F 12: Simulated and measured return loss versus frequency
for the MEMS-MTM antenna when the gap is 30 𝜇𝜇m. e marker
𝑚𝑚1 is at 8.4 GHz and −8.164 dB, whereas 𝑚𝑚2 is at 8.65 GHz and
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F 11: Simulated far-�eld radiation patterns (a) 𝐸𝐸-plane and (b)
𝐻𝐻-plane of the MEMS-MTM antenna at a frequency of 8.65 GHz.

e antenna measurements were performed on wafer
using a previously calibrated vector network analyzer and a
probe station.
Figure 12 shows the S11 dispersion parameters versus
frequency of the MEMS-MTM antenna. In this case, the
antenna displayed a resonant frequency at 8.65 GHz and
−13.8 dB, with a gap of 30 𝜇𝜇m between electrodes. is was
compared with the HFSS simulation with the same gap

F 13: Measured and simulated return loss for the antenna. e
markers 𝑚𝑚1 is at 8.52 GHz and −10.027 dB, 𝑚𝑚2 is at 8.65 GHz, and
−13.803 dB and 𝑚𝑚3 is at 8.76 GHz and −10.12 dB.

between electrodes, which indicated a resonant frequency of
8.4 GHz and −8.16 dB.
A comparison of the measured and simulated return loss
(S11 ) of the antenna and feed line is shown in Figure 13. e
slight diﬀerence between the measured and simulated values
can be attributed to fabrication imperfections and variations
of material properties, such as silicon dielectric constant, and
metal loss. e return loss for the antenna is better than 10 dB
across the 8.52–8.76 GHz frequency ranges, which translates
to a 10 dB bandwidth of 3%. e VSWR obtained from the
measured S11 is better than 1.5 throughout this frequency
range. In addition, the MEMS-MTM antenna presented in
this work has a 26x smaller footprint than similar antennas
fabricated with microstrip technology.
e Quality-Factor (Q-Factor) for the antenna is de�ned
as the ratio of the stored and radiated energies. In this case it
is obtained by considering to the antenna as a resonant circuit
using the Y admittance matrix. In this case, the Q-Factor
= absolute (imaginary(Y(S11 ))/real(Y(S11 ))) is illustrated in
Figure 14.
e eﬃciency and gain of antennas fabricated on thin
silicon wafers are in general low; however, they are expected
to be higher with the proposed design. is can be achieved
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F 14: Q factor of the antenna when the gap between electrodes
is 5, 10, and 30 𝜇𝜇m.
0 0.2

Con�ict of �nterest

30

−30

same frequency range, and the inclusion of variable MEMS
capacitors allow for con�gurability of the response. is
combination has allowed a reduction in size of better than
26X since the response is determined by the constitutive 𝐿𝐿𝐿𝐿
and 𝐶𝐶𝐿𝐿 parameters rather than the wavelength.
Furthermore, the fabrication process as presented here,
which incorporates a novel release procedure, is totally compatible with most integrated circuit fabrication processes,
permitting the incorporation of additional circuitry in the
same chip. e measurements performed on this device, once
compared with simulations, validate the design, which is
now being improved considering the residual stress gradient
eﬀect, which allows for a wide movement between electrodes
and therefore tuning in frequency. e upper plates of these
capacitors function as the radiating element, thus further
reducing the area needed.
Furthermore, the bandwidth and eﬃciency of the antenna
can be improved by increasing the number of cells, which
makes it capable of meeting the requirements for many
applications using RF wireless circuits.
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F 15: Antenna eﬃciency when the gap between electrodes is
30 𝜇𝜇m.

by reducing substrate losses and surface waves using a highresistivity silicon substrate. erefore, a tradeoﬀ has to be
made between substrate height and cell number, ease of
fabrication and eﬃciency/gain.
Figure 15 shows the eﬃciency of the antenna when the
gap is 30 𝜇𝜇m.

5. Conclusions

In this paper, the design, fabrication, and measurements of
an MEMS-MTM antenna as a basic cell have been described.
is device incorporates metamaterial properties, which
allows for the reduction in size compared to others for the
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